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Applicant HUZHOU LETONG ELECTRONIC FACTORY

SHUANGLIN INDUSTRY AREA,NANXUN,HUZHOU,ZHEJIANG,P.R.CAddress

The following sample(s) and sample information was/were submitted and identified by/on the 
behalf of the client
Sample Name EMI CORE

Testing Period

Test Requested

Feb. 14, 2014 to Feb. 21, 2014

Sample Received Date Feb. 14, 2014

As specified by client, to test Polycyclic Aromatic Hydrocarbons(PAHs) in 
the submitted sample(s).

Test Method

Test Item(s)
Measured

Equipment(s)
Test Method

Polycyclic Aromatic Hydrocarbons(PAHs) GC-MSZEK 01.4-08

Please refer to the following page(s).Test Result(s)   

Feb. 21, 2014

No. 1382071242
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Test Result(s)

Tested Item(s) Result MDL

Polycyclic Aromatic Hydrocarbons(PAHs)

N.D.Naphthalene 0.2 mg/kg

N.D.Acenaphthylene 0.2 mg/kg

N.D.Acenaphthene 0.2 mg/kg

N.D.Fluorene 0.2 mg/kg

N.D.Phenanthrene 0.2 mg/kg

N.D.Anthracene 0.2 mg/kg

N.D.Fluoranthene 0.2 mg/kg

N.D.Pyrene 0.2 mg/kg

N.D.Benzo[a]anthracene 0.2 mg/kg

N.D.Chrysene 0.2 mg/kg

N.D.Benzo[b]fluoranthene 0.2 mg/kg

N.D.Benzo[k]fluoranthene 0.2 mg/kg

N.D.Benzo[a]pyrene 0.2 mg/kg

N.D.Indenol[1,2,3-cd]pyrene 0.2 mg/kg

N.D.Dibenz[a,h]anthracene 0.2 mg/kg

N.D.Benzo[g,h,i]perylene 0.2 mg/kg

N.D.Benzo[j]fluoranthene 0.2 mg/kg

N.D.Benzo[e]pyrene 0.2 mg/kg

Grey-black solidTested Sample/Part Description

Note: -MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million

Test Process



Report No.

Test Report

RHS06G000529001 Page 3 of 3

Photo(s) of the sample(s)

*** End  of  report ***

The test report is effective only with both signature and specialized stamp. The result(s) shown in this 
report refer only to the sample(s) tested. Without written approval of CTI, this report can’t be 
reproduced except in full.


